Brookfield

Solid content

Grade Description yiscosity [Cps] [%] Ph
@20°C °

DELMA-VILV 30 Copolymerofvinylacetatewithvinylversatate 3000-5000 49-51 4-5
) Acetovinylhomopolymerstabilized withpolyvinyl ) ) )

DELMA-VIL 60 alcohol(solvent- and phthalate-free) 35000-50000 >9-61 4
] Acetovinylhomopolymerstabilized withpolyvinyl ] ] ]

DELMA-VIL 50M alcohol(solvent- and phthalate-free) 15000-21000 49-51 4

DELMA-CRIL S390 Acrylic ester and syrene based polymer 6000-16000 49-51 8-9




