
Grade Appearance Softening Point °C Color Gardner
YS POLYESTER T160 Bead 155-165 Max 4
YS POLYESTER T145 Bead 140-150 Max 4
YS POLYESTER T130 Bead 125-135 Max 4
YS POLYESTER T115 Bead 110-120 Max 4
YS POLYESTER T100 Bead 95-105 Max 8
YS POLYESTER T80 Bead or block 80-90 Max 8


