
Grade Description
Brookfield Viscosity
[Cps]
(20°C)

Solid content
[%] Ph

DELMA-VIL DL Homopolymer, acetovinyl-modified,
plasticizedexternally 18000-24000 49-51 6-8

DELMA-VIL 60 Homopolymer, acetovinyl-modified, stabilized
withpolyvinyl alcohol(solvent- and phthalates-free) 48000-68000 59-61 4-5

DELMA-VIL 50 Homopolymer, acetovinyl-modified, stabilized
withpolyvinyl alcohol(solvent- and phthalates-free) 45000-60000 49-51 4-5


